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Batch inspection quality certificate for seamless steel cylinders

WZ11267-70-15A /%354 Filling medium:

7 i 15 Product drawing no:  LD-OP1.TY-1-02-01

JICER 45 4 Bottom structure:
Hll3& VF AT IE 4 5 Manufacturing licence number:
fill3& HL4L Manufacturing company:
472415 Batch No.:
PR S Standard:
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_Anhui Clean Energy Co., Ltd.

il 1 H 19 Manufacturing Date: 2021.05

GB/T 5099.1-2017
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A Remark: A HE &1 U b AL 35 F A2 This batch cylinders don’t contain following
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1 FEHAREHE Main technical data

| AFRTAEES (MPa) . KRB E A7 (MPa) e
Nominal WP Hydrostatic TP
NIRAKER (L o5 HERIE S (MPa) .
Nominal Volume Leakage TP
e
ﬁ\oi’i;ﬁa{l%oi;nn:zir i BB (mm) i

2 EARFE Main Material

#553 Type

LR S Name

BS. M Type

| HAHFEL Cylinder Material | 37Mn 48404 seamless steel tube 0267x6.0
3 WA EME S 2 Cylinder Material Chemical Composition
TLE :
= C Si Mn Cr Mo S P "S+P Ni Cu
Element
atstrE% | 034~ | 0.10~ | 1.35~
BRI <030 | / [<0.010 | <0.020 | <0.025 | <0.30 | <0.20
AQL 0.38 0.30 1.75
SEFRE H% #
Actual 0.353 0.241 | 1.578 | 0.077 / 0.004 0.013 0.017 | 0.027 | 0.043
Content ]
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4 /171 BE Mechanical Property

#AbF F7 2, Heat Treatment Method

%K _Quenching+ [11] /K Temper

: e Job Al 52 & ' "
K 3615 H T 15 g | BRI it 0 prd
ie Y% Ben
Inspection Tensile Strength Elongation I mpact value !
Strength 180°
Item Rm (MPa) A (%) akv (J/em?)
Rea (MPa)
aftfrfiAQL | >760,<1030 >645 >14 m/h>28 | Fi>35 N
S & B A
S 45 5
856.61/843.56 767/767 15.6/14.6 86 87 Acceptance
Actual Results |

5 JEHLf# Bottom Anatomy

P N EUNE S
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6 ZKEFEE Y Bursting Test

%% Serial No.: HH032002 SZlI## % /7 Bursting Pressure:

49.10 MPa

FRL T Shape of crevasse: MVEIIZY, TCREF, 5O TR ObmE sk

A i A ARG 7 & GB/T 5099.1-2017 FRUEMIEESR, &H4.
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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