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Batch inspection quality certificate for seamless steel cylinders

“UALS Cylinders type:

771 'S Product drawing no: LD-OP1.TY-1-02-01

JE 4514 Bottom structure:
HIEVFATUES S Manufacturing licence numbers:
fil & ¥4 Manufacturing company:
=4t Batch No.:
7= bR HELS S Standard:

AHTHIGR S

WZI1267-70-15A _#%%/1 i Filling medium:

HHO36

CO,

MUK OXBER ONFERE OH FE OO
152210K24-2022

Anhui Clean Energy Co., Ltd.

il i& H 3 Manufacturing Date:
GB/T 5099.1-2017
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2021.05

£ Remark: A#t &S h A5 F Y| 5 This batch cylinders don’t contain following
number: 001 (/7 PEREIAKE) | 002 OKIEEMIRL)

1 FEHAREHE Main technical data

AMITAEES (MPa) - IKEREE S (MPa) S
Nominal WP Hydrostatic TP
NFRKER (L - RE R S (MPa) i
Nominal Volume Leakage TP
=it Lonmd 267 BHEEE (mm) 5.4
Nominal Diameter - ¢

2 FEF R Main Material

77 Type R KBS Name S, M Type
WAL Cylinder Material | 37Mn TE4%40%5 seamless steel tube ©267x6.0 |
3 WA EHEAE S Cylinder Material Chemical Composition
C Si Mn Cr Mo S P S+P Ni Cu

Element x

akstrlE% | 034~ | 0.10~ | 1.35~
<0.30 | / |<0.010 | <0.020 | <0.025 <0.30 | <0.20
AQL 0.38 0.30 1.75 !

SR %

Actual 0.334 | 0.243 | 1.577 | 0.078" / 0.003 0.009 0.012 | 0.028 | 0.039
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4 7121k fE Mechanical Property
P4 H 75 Heat Treatment Method

# X _Quenching+ [A] )k Temper

: ; JiE iz 58 FBE "
GECaE HURLBR Y U | WE phiti :
_ , Yield _ %5 Bend
Inspection Tensile Strength Elongation | mpact value
Strength 180°
Item Rm (MPa) A (%) akv (J/ecm?)
Rea (MPa)
GgtrfE AQL | >760,<1030 >645 >14 | ®/h>28 | FIY>35 ot
STl 45 S N
852.67/876.74 773/800 15.4/16 94 99 Acceptance
Actual Results
5 JE#BfAEE] Bottom Anatomy
LAl . RIEE. RY. %F%ﬁﬁ%, SRR & B E R

6 K E MRS Bursting Test

%5 Serial No.:

ZAt T MR EARE TS

After inspection and tests,

HH036002 ST & /7 Burstlng Pressure:
HE#% 1 Shape of crevasse: X314 1K

requirements of GB/T 5099.1-2017 and acceptable.

Superintendent:

2| T A/ H
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SRR

GB/T 5099.1-2017 trAE(M R, & .

Products of this batch are according to the

48.73 MPa
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